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Conclusion:

binary inhibitor < pH.

A binary mixture of sesame and castor oil was used for reducing the corrosion rate of mild steel in crude oil environments. This study investigated
the corrosion behavior of a binary mixture of sesame and castor oil as a corrosion inhibitor for mild steel in crude oil. Different parameters such as
immersion time, the concentration of inhibitor and pH were investigated for corrosion of mild steel.

Experimental analysis indicates that a passive layer of the inhibitor formed over the surface of mild steel thereby reducing the corrosion rate. This
was demonstrated by varying different process parameters such as the concentration of binary inhibitor, pH and time using two different statistical
models; the Response Surface Methodology (RSM) and the Artificial Neural Network (ANN).

From the results, it was observed that ANN was a better predictive tool to determine the corrosion rate of mild steel than the RSM.

Overall, both the models prove that relative to the process parameters used, the importance level of the parameters was Time < Concentration of
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1. INTRODUCTION [3]. Hydrocarbons such as natural gas condensates and crude

Investigation of corrosion prevention techniques in oilfield
applications is essential due to the occurrence of persistent
corrosion problems, which largely contribute to huge
production expenses of oil and gas exploration around the
world. However, suitable corrosion control measures can help
avert several potential disasters that can result in crucial issues,
including environmental pollution, water resource, negative
social impacts, and loss of life. Corrosion exists in oilfields at
all stages, including surface to downhole and in processing
facilities. It occurs as perforations in tanks, pipelines, tubing,
casing as well as other equipment [1, 2]. Corrosion problems
are typically linked to equipment maintenance and operating
problems resulting in frequent partial as well as the total
shutdown of the process, leading to critical economic losses
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oil are weak electrolytes, thus have high resistivity. Oilfield
corrosion is mostly induced by the presence of chemicals in the
water phase lowering the inherent water resistivity [4]. Various
techniques have been used to reduce the rate at which corrosion
occurs. The application of material resisting corrosion,
coatings, cathodic protection and incorporation of corrosion
inhibitors are the four methods practically applied for corrosion
control. The use of inhibitors has been generally proven as the
most efficient, economical and practical method in preserving
oil wells against corrosion [5].

Inhibitors have been primarily utilized as an atypical
treatment for corrosion owing to previous studies that have
reported its successful use and cost-effectiveness [6, 7].
Inhibitors can operate as an active component by forming a
protective covering on the surface of a substrate, altering their
surface properties [8]. The existence of crude oil has been
reported to reduce the effectiveness of an inhibitor in reducing
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the corrosion of metals such as carbon steel in contrast to
corrosion in the absence of crude oil [4]. Accumulation of
corrosion inhibitors in emulsion droplets of the oil/water
interface can remarkably reduce the concentration of the
inhibitor in the water phase. Presumably, it has been estimated
that inhibitors can be exhausted from the water phase if the
surface area of the total oil droplets surpasses 1 m®/liter
(magnitude). Crucial emulsification of inhibitor results in a
higher risk of corrosion and exorbitant inhibitor consumption.
The inhibitor sensitivity in oil-in-water emulsions is reliant on
the type of inhibitor used [9]. Under specific situations, oil-in-
water emulsions may encourage oil wetting, thereby resulting
in better protection against corrosion [9].

Mild steel is a frequently used material and is extensively
used in numerous industries. The steel used in the construction
of oil wells includes API N80 mild steel (APl — American
Petroleum Institute), L80 and J55, to high Cr-content residual
alloys, like austenitic —ferric steel, for instance, modified
martensitic 13% Cr steel, referred to as Super-13 [3]. As a
result of the cost, availability, and high mechanical strength,
mild steel is frequently used in oilfield industries for the
construction of pipes, storage tanks and processing equipment
[10]. A major drawback of mild steel application is that it
undergoes corrosion when subjected to several operating
environments [11]. Liquids produced in oilfields are usually
transmitted by different metals in direct contact with each
other. Surface pump assemblies and downhole usually combine
stainless steel, low-alloy steels, carbon steels, steels plated by
other metals, copper and aluminum alloys. Occasionally, these
galvanic couples result in corrosion problems [12]. Corrosion
of mild steel substrate entails various reduction and oxidation
reactions and adequate O, and H,O are vital for corrosion of
the metallic substrate. Organic inhibitors act by providing a
coating on the surface of the metal; therefore, for coated
substrates, corrosion occurs through these three steps: (1)
adsorption of water on coating which can be controlled through
surface hydrophobicity; (2) water diffusion through coating
which occurs as a consequence of accumulation of defects in
the coating; and (3) corrosive species and reaching water at the
interface of the coating/metal influenced by the strength of the
bond of the coating on the metallic substrate [13]. Several
types of inhibitors have been used on mild steel to inhibit the
rate at which corrosion occurs [3, 10, 14].

This study aims to investigate the corrosion of mild steel in
crude oil, in the presence of a binary mixture of sesame and
castor oil as a corrosion inhibitor. Systematic studies on the
effect of a binary mixture of sesame and castor oil have been
reported by Oyekunle [15] in brine environments but this study
considers the effect of the binary mixture in crude oil
environments. The main objective of this study is to determine
the inhibitory effect of this binary mixture (sesame and castor
oil) on mild steel in crude oil, to investigate the effect of
process variables (concentration of binary mixture, pH of the
crude oil, and time) and the response (corrosion rate); and to
obtain optimum conditions for minimum corrosion rate of mild
steel in crude oil using binary mixture of sesame and castor oil.
Thus, Box-Behnken Design (BBD) - response surface
methodology (RSM) was utilized in this study. The resulting
experimental data was analyzed by Neural version 2.5 (CPX-
Software). The results obtained from both the models (ANN
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and RSM) were compared for better predictability of the
corrosion rate responses considering their limitations and
implementations. The advantage of this method is the
concurrent evaluation of interactive and individual effects of
process variables on the response based on a limited number of
experiments [16, 17].

2. EXPERIMENTAL

2.1. Test Materials

Mild steel composition of C = 0.22; Si = 0.30; Mn = 0.65;
Cu = 0.030; P = 0.045 and Fe balance. Mild steel sheet
thickness of 3.0 mm was cut into coupons of 20 x 20 mm to
carry out several tests. The mild steel surfaces were
mechanically abraded with 400 grade of emery papers before it
was used for the immersion tests. Before the immersion
corrosion tests, the specimens were cleaned in acetone and
purified water.

2.2. Test Solutions

Crude oil used was brought from an oil field in Rivers
state, Nigeria. The pH of the crude oil environment was
adjusted using 0.1 mol / L HCI and 0.1 mol/ L NaCl solutions.
Before the immersion experiments, the pH of the crude oil
solution was measured by pH meter.

2.3. Immersion Tests And Design of Experiments

Immersion test experiments were performed using Minitab
17 statistical software to vary the process input variables into
different levels to observe their effect on the corrosion rate.
The result obtained from the experimental design matrix was
evaluated using Box Behnken Design to derive mathematical
model by applying RSM quadratic model and the same data
obtained from Box Behnken Design was employed to train
ANN utilizing normal multilayer feed-forward neural network.

In this study, mild steel coupons were immersed in crude
oil at 27 °C, and the effect of pH,concentration of the binary
inhibitor, and the time of the corrosion rate were investigated.
Immersion tests were performed with three replicates of each
experimental run designed as presented in Table 1. The weight
of steel coupons before and after the tests was estimated using
an electronic balance (Adventurer Ohaus SNR: 8728406387) to
observe weight change. Corrosion rates were calculated based
on the loss in the weight of the mild steel by Eq. (1) in
accordance with the ASTM G31 standard [18, 19].

_ 87500 x W,
Corrosion rate (mm/yr) = — A @

Where W, = weight loss (g), A = area of the mild steel
specimen (cm’), t = time (year(y)), and p = density (g/ cm’).

The experimental design was based on three factors and
three levels as illustrated in Table 1. The table presents actual
and coded variables, and 15 experimental runs were defined by
Box Behnken design (BBD). The quality of the model fitness
was determined by a test of significance and analysis of
variance (ANOVA). The equation for the second-order
polynomial was obtained from the interactional relationship of
variables. The quadratic response model was fitted as given in

Eq. (2).
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Y=dy+dX+d,¥+d,Z+d X*+d,,Y?+d,Z° +d XY +d, XZ +d,,YZ (2

Where Y is the response predicted value (corrosion rate),
where d represents offset term, d,, d,, and d, represent the
linear coefficients, d,,, d,,, and d;; are quadratic terms while d,,,
d,;, and d,; are cross products. The experiments were conducted
in triplicates and the average value was used. The experimental
data of BBD design matrix and their experimental responses
are tabulated in Table 2. Minitab 17 statistical software was
utilized for designing experimental sets and analysis of data
using response surface methodology-Box Behnken design.

2.4. Artificial Neural Networks (ANN)

In this training procedure, a multilayer normal feed-
forward network was applied to process information from the
input layer through the hidden layer to the output layer. The
output of the designated layer was obtained from the output
layer [17]. The multilayer normal feed-forward network was
used to determine the inhibitive property of the binary mixture
of sesame and castor oil on the corrosion rate of mild steel in a
crude oil environment. This statistical approach uses
superintend learning known as backpropagation throughout the
training period of the model. Training of the learning works as
a result of the changes observed in the connection weights, as
established by the errors calculated from the observed values,
proceeding from the output and advancing to the input.
Feedforward propagation was applied by the ANN, in this case,
each layer progresses to the next layer without regress (Fig. 1).
ANN input values are classified into categorical values as pH,
the concentration of binary inhibitor and time, while the
corrosion rate is the ANN output.

ANN performance was assessed by the error and accurate
values of the model. The root mean square error (RMSE) and
the coefficient of determination (R®) were estimated by Egs. (3
and 4) respectively [20].

1+
RMSE = mzm —¥)? @)
i=1
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\| )t

Where n represents the number of observations, X,
represents the experimental corrosion rate (mm/ yr), and y;,
represents the corrosion rate estimated by the model. These
criteria were applied to determine the performance of ANN in
modelling of the corrosion rate of mild steel in crude oil
environments using sesame and castor oil as a binary inhibitor
due to the quantitative variables presented by the output and
input data, since these criteria are frequently used in evaluating
the model's performance. The weights and bias for the output
and hidden layer used in this study are illustrated in Table 3.

3. RESULTS AND DISCUSSION

3.1. Corrosion Inhibition of Mild Steel

The results of the corrosion rate of identical mild steel
coupons in different concentrations of binary inhibitor, time
and pH of the crude oil solution are reported in Table 2. Table
2 reveals that the highest corrosion rate of mild steel (00.98
mm/yr) was observed at a low pH of 5, and binary inhibitor
concentration of 23 mg/L over a period of 21 days. This can be
as a result of the length of time which was 21 days; the layer
provided by the inhibitor would have degraded at a fast rate.
While the lowest corrosion rate of 0.04 mm/yr was observed at
the maximum concentration of binary inhibitor used in this
study which was 30 mg/L and a shorter length of time of 13
days, occurring at the same pH when the maximum corrosion
rate was reported. This illustrates that the higher concentration
of binary inhibitor and the lower reaction time at a low pH of 5
favor the reduction of the corrosion rate on mild steel in crude
oil solutions.

Table 1. Experimental range and levels of the process variables used in BBD design.

Variables Coded Symbol Range and Levels
-2 -1 0 1
pH X 3 5 6 7
Concentration of Binary Inhibitor (mg/ L) Y 15 19 23 26 30
Time (Days) Z 3 8 13 17 21

Table 2. RSM Box Behnken Design matrix and results in Experimental value, and predicted values from RSM and ANN.

Sample No.|pH The concentration of the Binary Time (Days)| Experimental Corrosion Rate (mm /yr) |Predicted Values|Residual Values
Inhibitor (mg /L) RsM | aNN | RsMm | ANN
1 8 23 13 0.32 0.33 0.33 | -0.01 | 0.01
2 5 23 3 0.13 0.33 0.12 | -0.20 | 0.01
3 5 15 13 0.58 0.81 0.58 | -0.23 | 0.00
4 6 19 17 0.85 0.74 0.85 [ 0.11 0.00
5 5 23 21 0.98 0.78 0.99 | 0.20 | 0.01
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6 6 26 17 0.09 0.33 0.08 -0.24 | 0.01
7 6 26 8 0.05 0.07 0.07 -0.02 | 0.02
8 4 26 17 0.08 0.33 0.09 -0.25 | 0.01
9 4 19 8 0.69 0.49 0.70 0.20 0.01
10 7 23 13 0.24 0.33 0.23 -0.09 | 0.01
11 4 26 0.29 0.07 0.28 0.22 0.01
12 6 19 0.58 0.49 0.58 0.09 0.00
13 4 19 17 0.81 0.74 0.81 0.07 0.00
14 3 23 13 0.37 0.33 0.36 0.04 0.01
15 5 30 13 0.04 -0.09 0.04 0.13 0.00

Table 3. Weights for hidden and output layer.

Weights of the Hidden Layer .
Layer , > 3 Output (Corrosion rate mm/yr)
Neuron 1 0.0142 -1.2678 -0.3241 2.2032
Neuron 2 -4.0395 -2.9931 -0.5543 1.8634
Neuron 3 8.7337 2.1106 3.3179 -2.0652
Bias 4.1762 -3.291 1.9324 0.7012

3.2. Molding Using Box Behnken Design — RSM & ANN

According to experimental results, equation 5 shows an
empirical relationship between the response (i.e. experimental
corrosion rate) and independent variables (Concentration of
binary inhibitor, Time and pH). In the equation, the pH is not
represented by the quadratic model, this further validates the
less effect of the pH in crude oil solutions.

Experimental Corrosion rate (mm/yr) = 1.820 — 0.0596X — 0.0489Y + 0.00307 ¥ (5)

Where X represents the concentration of binary inhibitor,
and Y represents time.

The predicted values of the response (experimental
corrosion rate) have been calculated by the quadratic model
from Eq. (5) and are presented in Table 2. Table 2 shows a
clear agreement between the RSM predicted values, ANN

predicted and the experimental values; this thereby
demonstrates the reliability of both the models in predicting the
corrosion rate of mild steel in crude oil solutions. The ANOVA
results were summarized for the quadratic model indicating the
adequacy and significance of the model given in Table 4. The
large F — value and low P-value of the model imply that the
model is significant [15, 17, 21]. The determination coefficient
(R’) and the adjusted coefficient of determination (R”) were 72.
95% and 65.57% respectively, thereby indicating a reasonable
fitness of the model to the experimental data. R* of 72.95%
implies that 72.95% of the variations experienced could
adequately be illustrated by the fitted model in Eq. (5). The
optimum corrosion rate of 0.04 mm/yr observed was at pH 5, at
30 mg/L concentration of the binary inhibitor over a period of
13 days. This validates the efficiency of the binary inhibitor in
reducing the corroding potential of mild steel in crude oil
solutions.

Conncetion weights

pH

Concentration of Binary—
Inhibitor (mm /L)

Time (Days) — ™

Input layer

Hidden layer

Corrosion rate

(mm/ yr)

Output layer

Fig. (1). Multilayer normal feed-forward network architecture applied in this study.
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3.3. Effect Of Concentration of Binary Inhibitor And Time

The effect of the binary inhibitor concentration and time on
the experimental corrosion rate is displayed in Fig. (2) From
the figure, it can be observed that at constant pH, the corrosion
rate increased as time increased. For instance, with a constant
binary inhibitor of 23 mg/L, at a pH of 5, the corrosion rate
increased from 0.13 to 0.98 mm/yr when the time of exposure
increased from 3 to 17 days. Also, increasing the concentration
of the binary mixture at constant pH and time also affected the
corrosion rate i.e. corrosion rate of mild steel reduces from
0.85 to 0.09 mm/yr, when the concentration of the binary
mixture increased from 19 to 26 at a constant pH and time
period of 17 days. This shows the effect of a binary mixture;
the binary composition of sesame and castor oil forms a
passive layer over the surface of the mild steel inhibiting the
corrosion rate. The more the concentration of the binary
mixture, the greater the thickness of the passive layer formed
over the surface of the mild steel. Also, since the higher
reaction time was also responsible for the rapid degradation of
the mild steel surface, therefore, it can be said that a higher
concentration of the binary inhibitor requires a longer period of
time for the passive layer to be completely degraded.
Consequently, in order to prevent the rapid degradation of mild
steel in the crude oil environment, greater attention is required
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when considering the amount of the inhibitor to be used and
the length of time the equipment is meant to serve.

3.4. Effect Of pH And Concentration of Binary Inhibitor

Fig. (3) illustrates the effects of pH and the concentration
of the binary inhibitor on mild steel at a constant time. The
figure shows a decrease in the corrosion rate when the
concentration of binary inhibitor increased. For instance, the
corrosion rate of mild steel decreased from 0.58 to 0.04 mm/yr
when the concentration of the binary inhibitor doubled at a
constant pH of 5. Also at a constant pH of 4, the corrosion rate
greatly reduced from 0.81 to 0.08 when the concentration of
the binary inhibitor increased from 19 to 26 mm/yr. This
implies that at an acidic concentration of the crude oil, the
presence of a higher concentration of binary inhibitor was
required to reduce the corrosion rate of mild steel, thus
increasing its shelf life. This was in concordance with what
was required at the near neutral pH of 6, whereby the corrosion
rate reduced from 0.58 to 0.05 mm/yr when the concentration
of the binary mixture increased from 19 to 26 mg/L. This also
confirms that a broader passive layer of the inhibitor is formed
over the surface of the mild steel at a higher concentration of
brine, thus inhibiting the effect of crude oil as a corrosive agent
on the mild steel.
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Fig. (6). Comparing experimental and predicted corrosion rates by RSM model (left) and ANN model (right).
Table 4. ANOVA table for experimental corrosion rate (mm/yr).
Source Sum of Squares DF Contribution (%) Adj. SS Adj. MS F-value P-value
Model 1.03863 3 72.95 1.03863 0.34621 9.89 0.002
X 0.74133 1 52.07 0.75103 0.75103 21.45 0.001
Y 0.20904 1 14.68 0.20109 0.20109 5.74 0.035
Y’ 0.08826 1 6.20 0.08826 0.08826 2.52 0.141
Error 0.38511 11 27.05 0.38511 0.03501 - -
Total 1.42373 14 100.00 - - - -

R’ =172.95 %, Adjusted R* = 65.57 % Where DF = Degree of freedom, Adj SS = Adjusted Sum of Squares, Adj MS = Adjusted Mean Squares

3.5. Effect Of Time And pH On The Corrosion Rate

The effect of crude oil pH and mild steel exposure time on
crude oil environments was considered at a constant
concentration of binary inhibitor in Fig. (4). Fig. (4) illustrates
that at a constant concentration of the binary mixture and time,
the corrosion rate decreased from 0.37 to 0.24 mm/yr when the
pH increased from 3 to 7. Increasing the pH further to 8, the
corrosion rate increased to 0.32 mm/yr. This shows that the pH
has a very minimal effect on the corrosion rate; this was further
explained in Fig. (5), which demonstrates a low significance
level of 6.88% when compared to significance level of time
(60.64%) and concentration of binary inhibitor (32.48%). At a
constant pH of 5, the corrosion rate increased from 0.13 to 0.98

mm/L when the time increased from 3 to 21 days. This
illustrates that at a longer reaction time, the passive layer
formed by the binary inhibitor depletes. Moreover, the
continuous exposure of mild steel surface to the corrosive
environment gradually eliminates the presence of any corrosive
layer formed on the mild steel by the binary inhibitor. This
implies that in order to prevent future problems, the binary
inhibitor should be reapplied into the corrosive environments.

3.6. Comparison of ANN And RSM Models

The determination coefficient (R”) by ANN was observed
to be 99.95%; this was far greater than what was observed by
the RSM model. This implies that a greater variation of 99.95%
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can be explained by the ANN model while a lesser variation of
72.95% can be explained by the RSM model. Also, the root
mean square error (RMSE) observed by the ANN model was
0.0099 while the RMSE observed by the RSM model was
0.1871. Since a lesser RMSE shows the greater efficiency of a
model in predicting the corrosion rate of mild steel occurring in
crude oil solutions. Therefore, based on the R* and RMSE
values observed in this study with varying concentrations of
the binary inhibitor, time and pH, ANN demonstrated a better
efficiency than the RSM model in predicting the corrosion rate
of mild steel in crude oil.

Furthermore, both the models (RSM and ANN) used in this
study are compared in Fig. (6). Fig. (6) depicts the experi-
mental and predicted plots for each model. From the figure, it
is obvious that the trained ANN model is more effective in
predicting the corrosion rate of mild steel in crude oil solutions.
The better predictive capacity of the ANN model is as a result
of its potential to adequately approximate the system non-
linearity, in contrast to the RSM model which is limited to
second-degree polynomial [15, 22]. Although, when the ANN
technique is applied, it must be observed that its predictions are
limited to the range of process factors considered in the
training process [23].

The optimum condition of variables established by both
models included pH 5, 30 mg/L of the concentration of binary
inhibitor and 13 days of time. This essentially resulted in the
lowest corrosion rate of mild steel at 0.04 mm/yr. Thus, this
validates the efficiency of the binary inhibitor on mild steel in
crude oil solutions.

CONCLUSION

In this study, the corrosion efficiency of a binary mixture
of sesame and castor oil was considered. The inhibitory effects
of the binary inhibitor on mild steel in crude oil solutions were
considered using different process parameters, which were the
concentration of binary inhibitor, pH and time. The optimum
inhibition efficiency of 0.04 mm/yr was established at pH 5, 30
mg/L of the concentration of binary inhibitor and time of 13
days. Results evidenced that the binary inhibitor showed an
excellent performance in inhibiting the corrosion rate of mild
steel in brine solutions. Comparing the predictive capacity of
both the models in this study, ANN demonstrated to be a better
predictive optimization tool to determine the corrosion rate of
mild steel in crude oil solutions rather than the RSM model.

CONSENT FOR PUBLICATION
Not applicable.

AVAILABILITY OF DATA AND MATERIAL

The authors confirm that the data supporting the findings
of this study are available within the article.

FUNDING

None.

CONFLICT OF INTEREST

The authors declare no conflict of interest, financial or
otherwise.

Oguntade et al.

ACKNOWLEDGEMENTS

The authors are grateful to the management of Covenant
University, Ota, Nigeria for sponsoring the publication of this
article.

REFERENCES

[n S. Nesic’, and W. Sun, 2.25 — Corrosion in acid gas solutions.,
Elsevier Oxford, 2010.J.A.R.T Shreir’s Corrosion,

2] P.C. Okafor, X. Liu, and Y.G. Zheng, "Corrosion inhibition of mild
steel by ethylamino imidazoline derivative in CO2-saturated solution",
Corros. Sci., vol. 51, pp. 761-768, 2009.
[http://dx.doi.org/10.1016/j.corsci.2009.01.017]

[3] M. Finsgar, and J. Jackson, "Application of corrosion inhibitors for
steels in acidic media for the oil and gas industry: A review", Corros.
Sci., vol. 86, pp. 17-41, 2014.
[http://dx.doi.org/10.1016/j.corsci.2014.04.044]

[4] S. Hassani, K.P. Roberts, S.A. Shirazi, E.F. Rybicki, J.R. Shadley, and
C. Joia, A New Approach for Predicting Inhibited Erosion-Corrosion
in CO2 -Saturated Oil / Brine Flow Condition, in SPE Productions
and Operations, (May), 135-144., 2013, pp. 135-144.

[5] D. Dwivedi, K. Lepkova, and T. Becker, "Carbon steel corrosion: a
review of key surface properties and characterization methods", RSC
Advances, vol. 7, pp. 4580-4610, 2017.
[http://dx.doi.org/10.1039/C6RA25094G]

[6] X.H. Laura Sanders, "Assessment of combined scale/corrosion
inhibitors - A combined jar test/bubble cell", J. Petrol. Sci. Eng., vol.
118, pp. 126-139, 2014.
[http://dx.doi.org/10.1016/j.petrol.2014.04.008]

[71 M. Shamsuddoha, M.M. Islam, T. Aravinthan, A. Manalo, and K. Lau,
"tak, Effectiveness of using fibre-reinforced polymer composites for
underwater steel pipeline repairs", Compos. Struct., vol. 100, pp.
40-54,2013.

[http://dx.doi.org/10.1016/j.compstruct.2012.12.019]

[8] S. Peng, and Z. Zeng, "An experimental study on the internal corrosion
of a subsea multiphase pipeline", Petroleum, vol. 1, no. 1, pp. 75-81,
2015.

[http://dx.doi.org/10.1016/j.petlm.2015.04.003]

[9] E. Gulbrandsen, and J. Kvarekval, "Effect of Oil-in-Water Emulsions
on the Performance of CO2 Corrosion Inhibitors. in ", NACE
International CORROSION 2004 59th Annual Conference and
Exposition., March April 2004 New Orleans28-1 NACE-04365

[10] C. Verma, E.E. Ebenso, and M.A. Quraishi, "lonic liquids as green and
sustainable corrosion inhibitors for metals and alloys: An overview", J.
Mol. Lig., vol. 233, pp. 403-414, 2017.
[http://dx.doi.org/10.1016/j.molliq.2017.02.111]

[11] A.Y. Musa, A.A.H. Kadhum, A.B. Mohamad, M.S. Takriff, A.R.
Daud, and S.K. Kamarudin, "On the inhibition of mild steel corrosion
by 4-amino-5-phenyl-4H-1, 2, 4-trizole-3-thiol", Corros. Sci., vol. 52,
pp. 526-533, 2010.

[http://dx.doi.org/10.1016/j.corsci.2009.10.009]

[12] A.Y. Musa, H.A.A. Kadhum, S.M. Takriff, and A.B. Mohammad,
"Inhibition of galvanic corrosion by 4-amino-5-phenyl-4H-1, 2, 4-
trizole-3-thiol", Int. J. Surface Sci. Eng., vol. 5, no. 2/3, pp. 226-231,
2011.

[http://dx.doi.org/10.1504/IISURFSE.2011.041404]

[13] S. Pourhashem, M. Reza, and A Rashidi, "Distinctive roles of silane
coupling agents on the corrosion inhibition performance of graphene
oxide in epoxy coatings", Progress in Organic Coatings, vol. 111, pp.
47-56,2017.

[http://dx.doi.org/10.1016/j.porgcoat.2017.05.008]

[14] D.T. Oyekunle, O. Agboola, and A.O. Ayeni, "Corrosion Inhibitors as
Building Evidence for Mild Steel: A Review", J. Phys. Conf. Ser., vol.
1378, no. 032046, 2019.
[http://dx.doi.org/10.1088/1742-6596/1378/3/032046]

[15] D.T. Oyekunle, T.I. Oguntade, C.S. Ita, T. Ojo, and O.D. Orodu,
"Corrosion inhibition of mild steel using binary mixture of sesame and
castor oil in brine solution", Materials Today Communications, vol.
21,2019.100691
[http://dx.doi.org/10.1016/j.mtcomm.2019.100691]

[16] J. Prakash Maran, V. Sivakumar, K. Thirugnanasambandham, and R.
Sridhar, "Optimization of microwave assisted extraction of pectin from
orange peel", Carbohydr. Polym., vol. 97, no. 2, pp. 703-709, 2013.
[http://dx.doi.org/10.1016/j.carbpol.2013.05.052] [PMID: 23911504]

[17] A.M. Yadav, S. Nikkam, P. Gajbhiye, and M.H. Tyeb, "Modeling and


http://dx.doi.org/10.1016/j.corsci.2009.01.017
http://dx.doi.org/10.1016/j.corsci.2014.04.044
http://dx.doi.org/10.1039/C6RA25094G
http://dx.doi.org/10.1016/j.petrol.2014.04.008
http://dx.doi.org/10.1016/j.compstruct.2012.12.019
http://dx.doi.org/10.1016/j.petlm.2015.04.003
http://dx.doi.org/10.1016/j.molliq.2017.02.111
http://dx.doi.org/10.1016/j.corsci.2009.10.009
http://dx.doi.org/10.1504/IJSURFSE.2011.041404
http://dx.doi.org/10.1016/j.porgcoat.2017.05.008
http://dx.doi.org/10.1088/1742-6596/1378/3/032046
http://dx.doi.org/10.1016/j.mtcomm.2019.100691
http://dx.doi.org/10.1016/j.carbpol.2013.05.052
http://www.ncbi.nlm.nih.gov/pubmed/23911504

A Binary Mixture of Sesame And Castor Oil

(18]

[19]

[20]

optimization of coal oil agglomeration using response surface
methodology and artificial neural network approaches", Int. J. Miner.
Process., vol. 163, pp. 55-63,2017.
[http://dx.doi.org/10.1016/j.minpro.2017.04.009]

K.K. Alaneme, J.S. Olusegun, and T.O. Adelowo, "Corrosion
inhibition and adsorption mechanism studies of Hunteria umbellata
seed husk extracts on mild steel immersed in acidic solutions",
Alexandria Engineering Journal, vol. 55, no. 1, pp. 673-681, 2016.
[http://dx.doi.org/10.1016/j.aej.2015.10.009]

"NACE/ASTMG31-12a, A", Standard Guide for Laboratory
Immersion Corrosion Testing of Metals, in ASTM International. 2012:
West Conshohocken, PA, 2012.

T.S. Silva, M. de Freitas Souza, T. Maria da Silva Teéfilo, M. Silva
Dos Santos, M.A. Formiga Porto, C.M. Martins Souza, J. Barbosa Dos
Santos, and D.V. Silva, "Use of neural networks to estimate the
sorption and desorption coefficients of herbicides: A case study of
diuron, hexazinone, and sulfometuron-methyl in Brazil",
Chemosphere, vol. 236, 2019.124333

[http://dx.doi.org/10.1016/j.chemosphere.2019.07.064] [PMID:

[21]

[22]

[23]

The Open Chemical Engineering Journal, 2020, Volume 14 35

31319303]

D.T. Oyekunle, and D.O. Oyekunle, "Biodiesel production from
yellow oleander seed oil via heterogeneous catalyst: performance
evaluation of minitab response surface methodology and artificial
neural network", Journal of Materials and Environmental Sciences,
vol. 9, no. 8, pp. 2468-2477, 2018.

A. Sarve, S.S. Sonawane, and M.N. Varma, "Ultrasound assisted
biodiesel production from sesame (Sesamum indicum L.) oil using
barium hydroxide as a heterogeneous catalyst: Comparative
assessment of prediction abilities between response surface
methodology (RSM) and artificial neural network (ANN)", Ultrason.
Sonochem., vol. 26, pp. 218-228, 2015.
[http://dx.doi.org/10.1016/j.ultsonch.2015.01.013] [PMID: 25630700]
K.M. Rajkovic, J.M. Avramovic, P.S. Milic, and O.S. Stamenkovic,
"Veljkovic, V., Optimization of ultrasound-assisted base-catalyzed
methanolysis of sunflower oil using response surface and artificial
neural network methodologies", Chem. Eng. J., vol. 215, pp. 82-89,
2013.

[http://dx.doi.org/10.1016/j.cej.2012.10.069]

© 2020 Oguntade et al.

This is an open access article distributed under the terms of the Creative Commons Attribution 4.0 International Public License (CC-BY 4.0), a copy of which is
available at: https://creativecommons.org/licenses/by/4.0/legalcode. This license permits unrestricted use, distribution, and reproduction in any medium, provided the
original author and source are credited.


http://dx.doi.org/10.1016/j.minpro.2017.04.009
http://dx.doi.org/10.1016/j.aej.2015.10.009
http://dx.doi.org/10.1016/j.chemosphere.2019.07.064
http://www.ncbi.nlm.nih.gov/pubmed/31319303
http://dx.doi.org/10.1016/j.ultsonch.2015.01.013
http://www.ncbi.nlm.nih.gov/pubmed/25630700
http://dx.doi.org/10.1016/j.cej.2012.10.069
https://creativecommons.org/licenses/by/4.0/legalcode

	A Binary Mixture of Sesame And Castor Oil as an Ecofriendly Corrosion Inhibitor of Mild Steel In Crude Oil 
	[Background:]
	Background:
	Methods:
	Results:
	Conclusion:

	1. INTRODUCTION
	2. EXPERIMENTAL
	2.1. Test Materials
	2.2. Test Solutions
	2.3. Immersion Tests And Design of Experiments
	2.4. Artificial Neural Networks (ANN)

	3. RESULTS AND DISCUSSION
	3.1. Corrosion Inhibition of Mild Steel
	3.2. Molding Using Box Behnken Design – RSM & ANN
	3.3. Effect Of Concentration of Binary Inhibitor And Time
	3.4. Effect Of pH And Concentration of Binary Inhibitor
	3.5. Effect Of Time And pH On The Corrosion Rate
	3.6. Comparison of ANN And RSM Models

	CONCLUSION
	CONSENT FOR PUBLICATION
	AVAILABILITY OF DATA AND MATERIAL
	FUNDING
	CONFLICT OF INTEREST
	ACKNOWLEDGEMENTS
	REFERENCES




